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made visually with the Martens-type polarization photometer (7, p.
157-159) and CIE Illuminant C. This instrument was ideal for the pur-
pose. The procedure was to prepare several thicknesses from the melts
which showed promise as a color match; select a sample that was a little
"darker" than the standard solution; grind the sample on a plate with
No. 320 carborundum; place the ground sample at one aperture of the
photometer and the standard solution in a precision 31.5 mm cell at the
other aperture; adjust the photometer to give equal luminance in the
two halves of the 6° field; and examine the chromaticity difference be-
tween glass and solution. The grinding was continued until a close chro-
maticity match was obtained. The thickness of the glass was measured,
and several samples from the same melt were ground and polished to this
thickness, then re-examined in the photometer. For this examination the
glass was backed with a glass cell filledwith distilled water 31.5 mm thick,
since water was to be used as a blank in color classification with the glass
standards. A polished glass showing a close chromaticity match with the
solution was selected as a master standard. No difficulties were encoun-
tered except with the standard for White. With the glass available a close
simultaneous match for hue and saturation could not be effected. In this
case the thickness of glass was adjusted for the best chromaticity match
with the solution, a compromise between a match for hue and a match
for saturation. For all the standards it was noted that the chromaticity
matches between the glasses and solutions were not as good for Illuminant
A as for Illuminant C.

The glass standard for Water White was made up of two thicknesses
of the same type of glass in contact (not cemented), since the stock glass
used was not thick enough. The standard for Amber was made up of two
components, a bright red and a "neutral" glass, with the thickness of the
latter adjusted to make the lightness of the combination about equal to
that of the solution. All glasses were finished to approximately 37 mm
square.

Spectral transmittance measurements were carefully made for the
master glass color standards by the procedure previously indicated. The
data are assembled in Table 4 and plotted in Fig. 2. Shown also in Fig. 2
are transmittancy curves for the standard caramel-glycerin solutions,
with clear colorless glass as a reference. Specifications and complete colori-
metric analysis for the master set of glass color standards are given in
Table 5. Chromaticity differences between the standard caramel-glycerin
solutions and the master glass standards are shown in terms of MacAdam
units (22) calculated from the x and y chromaticity coordinates of Tables
3 and 5. The differences shown, averaging 2.3 units, were considered ac-
ceptable for this work.

Chromaticity coordinates are plotted in Fig. 3 for the glass standards,
and for the standard solutions and typical honey samples in 31.5 mm
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TABLE 4.-Sp~ctral transmittunce of master set of glass color standarde for extracted
honey (25-28°); values in parentheses calculated from

measuremenis on thinner qlasse«

W'AVELmNGTH, WATER EXTRA EXTRA LIGHT LIGHT

WHITll: waITS WHlTIl AMBIRm~ AMBER AMBER

380 0.246 0.135 (0.0176) (0.0031)
390 .228 .121 (.0160) (.0024)
400 .218 .110 (.0152) (.0018)
410 .213 .108 (.0155) (.0016)
420 .219 .112 (.0174) (.0017)
430 .233 .123 (.0212) (.0022)
440 .256 .142 (.0284) (.0033)
450 .287 .171 (.0401) (.0055)
460 .323 .206 (.0570) (.0095) (.00001) (.00001)
470 .365 .246 (.0792) (.0157) (.00002) (.00002)
480 .411 .294 .108 (.0259) (.00008) (.00004)
490 .457 .344 .144 (.0408) (.0003) (.00007)
500 .504 .397 .189 (.0618) (.0008) (.00014)
510 .548 .451 .239 (.0896) (.0021) (.00025)
520 .590 .505 .295 .124 (.0049) (.00046)
530 .628 .555 .354 .166 (.0108) (.00093)
540 .661 .605 .415 .218 (.0219) (.0020) II') e550 .690 .647 .473 .273 (.0393) (.0032)
560 .715 .688 .528 .331 (.0647) (.0045) if!

570 .736 .720 .579 .388 (.0980) (.0062)
580 .752 .749 .624 .443 .137 (.0085)
590 .765 .773 .661 .493 .182 (.0118)
600 .775 .790 .691 .534 .225 (.0221)
610 .782 .806 .715 .570 .265 (.0474)
620 .786 .815 .733 .599 .302 (.0768)
630 .789 .823 .747 .623 .333 (.0920)
640 .790 .830 .759 .643 .361 .104
650 .791 .835 .768 .661 .387 .122
660 .790 .839 .776 .677 .412 .154
670 .789 .842 .782 .692 .435 .210
680 .787 .844 .786 .705 .458 .286
690 .785 .845 .790 .717 .478 .359
700 .782 .846 .791 .728 .497 .417
710 .778 .846 .792 .737 .514 ,462
720 .774 .845 .792 .745 .529 .498
730 .770 .844 .791 .752 .541 .527
740 .766 .842 .789 .757 ,550 .555
750 .762 .840 .786 .761 .556 .572

thickness. The average locus of chromaticities and scattering of points
for the liquids is similar to that found for maple sirup (5) and other sugar
products (15).

DUPLICATE STANDARDS AND COLOR TOLERANCES

Sufficient glass was purchased by the Department of Agriculture to
assure a supply which would meet the estimated future requirements of ,'.>

I': •"$
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FIG. 2.-Spectral transmittance of "standard" caramel-glycerin solutions
(dotted curves) in cellsof 31.5 mm internal thickness, relative to that of clear glass;
and spectral transmittance of glass color standards (solid curves) matching the colors
of the respective solutions.

government inspection agencies and the industry for duplicate sets of
standards. Because of small variations of color ordinarily present within
a given melt of glass, and because of unavoidable deviations from thick-
ness specifications in grinding and polishing operations, it was necessary
to establish color tolerances and a simple procedure for testing duplicate
standards.

Six series of glasses were selected, one series for each of the color stand-
ards, in which the individual pieces differed significantly in transmittance
relative to that of the master standard at a selected wavelength. For con-
venience, the wavelength selected (except for the Amber standard) was
that showing a transmittance of 30.0 per cent for the master standard. In
general the transmittances of the glasses in a series ranged from about
28 per cent to 32 per cent, the extremes including glasses considered not
acceptable as color matches for the master standards. From each series,
glasses representing acceptable "light" and "dark" limits were selected
by visual comparison of each glass with a master standard. The glasses
(37 mm square) were held in close juxtaposition 12 to 18 inches from the
eye, or were held as filters close to the eye in quick succession; overcast
sky was used as a source. These conditions are comparable with those
preferred for color classification of extracted honey.

Spectral transmittances of all glasses in the series were measured, and
tristimulus values and chromaticity coordinates were calculated for
Illuminant C. The chromaticity difference between each glass and the

929
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FIG. 3.-0lE chromaticity diagram, showing coordinates for the six glass color
standards (+); for "standard" caramel-glycerin solutions in 31.5 mm thickness
(0); and for typical samples of extracted honey (e).

corresponding master standard was calculated in terms of MacAdam (22)
units (as) and in terms of the distance between points on the z, y chroma-
ticity diagram (aG). Color differences in NBS units CaE) were calculated
from the tristimulus data by the Adams-Nickerson formula with f = 50
(7, pp. 265-267, 352-357). The glasses selected to represent approximate
acceptable limits showed roughly constant differences from the master
standards on all three of these scales. Agreement was best when compared
with aE values, which ranged from 1.2 to 1.9 units and averaged 1.6
units. A color tolerance of ± 1.6 NBS unit, which corresponds approxi-
mately to a just-noticeable difference, was adopted for the preparation of
duplicate standards. This tolerance was converted to acceptable trans-
mittance units at wavelength A by plotting aE versus Tlo. from 28 to 32
per cent for all six series of glasses discussed above. The data are shown
in Table 6. Tolerances in terms of other units were obtained from plots of
as and aG versus Tlo. after the limits for transmittance had been adjusted
to correspond to ± 1.6 NBS units. All plots were linear. Corresponding
tolerances for thickness of glass were calculated from the transmittance
limits (Table 6) and the actual thickness of the master standards (Table
5). For the maple sirup color standards (5), a chromaticity tolerance of
±2.5 MacAdam units was adopted. Since these color standards are in the
color range of White to Light Amber on the honey scale, it is apparent
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from Table 6 that the tolerances adopted for the maple and honey color
standards are essentially equal.

The measurement of transmittance of finished glasses at one wave-
length, with established tolerances in these units (Table 6), furnishes a
rapid method of testing duplicate standards for acceptability, and can be
done by technicians inexperienced in color matching. The method is dif-
ferential and hence essentially free from errors of wavelength and photo-
metric scale. For the White color standard, for example, the spectro-
photometer is set at a wavelength to indicate a transmittance of 30.0
per cent with the master standard as a sample. The transmittances of
a series of duplicate standards are then measured in rapid succession and
those having transmittances higher than 31.1 per cent or lower than 28.9
per cent are rejected. (For some types of spectrophotometers the measure-
ments and data would be more conveniently expressed in terms of trans-
mittance relative to that of the master standard.)

The technique was extended also to the testing of stock glasses prior to
grinding and polishing in order to reduce the number of rejections. Stock
glasses were cut into 37 mm squares and placed in the spectrophotometer
at the wavelength required to show 30.0 per cent transmittance for the
master standard. The thickness and transmittance of each piece was re-
corded. The thickness required to give a transmittance of 30.0 per cent,
and hence standard color, was then quickly determined by reference to
a calculated curve relating transmittance (10 to 32 per cent) to relative
thickness (absorbancy ratio). This curve Wasnearly linear and could be
used for all the standards of Table 6 (except Amber) and for the maple
standards (5). For example, a stock glass with a transmittance of 11.0
per cent would require that its measured thickness be reduced by a factor
0.526 (i.e., absorbancy ratio, corrected for surface reflection losses) in
order to have a standard transmittance of30,n per1f'cnli;Because of small
color variations within some of the melts, the calculated thickness would
not necessarily be the same as the thicknesses of the .master standards
(Table 5). Stock glasses testedinthisway were placed in groups having
nearly the samepredictedihickness. Grinding and polishing were then
performed batch-wise on these groups, and very few rejections resulted
unless thickness tolerances (Table 6) were exceeded.

A special procedure was required for handling the red component of the
standard for Amber. This glass had a steep transmittance curve from
590-640 m,uwith a very high temperature coefficient oftransmittance in
this range; as a result, the 30 per cent transmittance method was unrelia-
ble. It was found, however, that low transmittances on the broad toe of
the curve (530-:-580mu) were less sensitive to temperature; also, by means
of the polarization photometer, it was found that chromaticity matches
were not noticeably changed by relatively large temperature changes. A
successful procedure for testing these components was to measure trans-
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mittance of a specimen relative to that of the master standard (TIT.) at
the mercury wavelength 578 mu in a spectrophotometer 01' filter photome-
ter (23) capable of measuring relative transmittances precisely at greatly
reduced levels of illumination (the transmittance of the standard com-
ponent at this wavelength was approximately 4 per cent). As shown in
Table 6, glasses were rejected if TITs was outside the limits 1.00 ±0.15.
The technique was also applied to the examination of stock glasses. The
thickness required to give standard color was readily determined by
measuring TIT. and referring to a calculated curve relating TIT. to
relative thickness (absorbancy ratio). The neutral component of the
standard for Amber (Table 6) required no testing, since small variations
in thickness did not noticeably affect the color of a combination.

COLOR COMPARATORS

The color comparators adopted for use with the glass standards in
classifying extracted honey for color were identical with those devised
for maple sirup (5) and are illustrated in Fig. 4. The three lighter glass
standards are mounted behind alternate apertures 30 mm square in one
comparator, and the three darker standards are mounted in a second
comparator, Square bottles of 31.5 mm internal thickness, filled with
distilled water, are placed in the compartments behind the glass stand- .
ards to serve as blanks and to duplicate the appearance of filledbottles of
extracted honey when the observer looks through the standard apertures.
A square bottle filled with extracted honey to be classified is placed in
one of the compartments between adjacent standards. The comparator
is held 12 to 18 inches from the eye and a color comparison is made with
natural or artificial daylight used as a source.

Three turbid suspensions designated Cloudy 1, Cloudy 2, and Cloudy 3
are provided in square bottles as accessoriesto aid in classifying extracted
honey having noticeable turbidity. These are suspensions of diatomaceous
earth (Johns-Manville Hyflo Super-Cel) in concentrations of 100, 200,

FIG. 4.-Color comparators for extracted honey, showing the six glass color,
standards mounted as windows, backed by three clear blanks and by the three'
cloudy suspensions 1, 2, and 3 in square bottles; and two samples of honey to be
classified.
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and 400 mg/l in distilled water. When a turbid honey is to be classified,
the clear blanks are replaced by the cloudy suspensions, which may be
switched from compartment to compartment until a final comparison is
made between the sample and a glass standard (backed by a cloudy sus-
pension) at about the same level of luminance. Tests with the polarization
photometer indicated that superposing a cloudy suspension on a glass
standard does not perceptibly disturb a chromaticity match, although the
suspensions are slightly selective in spectral transmittance.
The average internal thickness of the square bottles is 31.5 mm with a

standard deviation of about ±OA mm. They are not of good optical
quality, but are convenient, inexpensive, and adequate for routine color
classification. Errors can occur only when the chromaticity of the honey
is near that of a standard. More precise classification, or refereeing a
disputed color grade, can be done in the laboratory by using optical cells
of 31.5 mm internal thickness, the master glass color standards, and a
polarization photometer with CIE Illuminant C.
Features of the new color comparators contributing to more precise

color classification of extract honey are: The relatively greater thickness
of sample viewed, resulting in a much wider spacing of standards on a
chromaticity scale; large square viewing apertures (30X30 mm) with a
relatively narrow dividing line (9 mm) between standard and sample
apertures; and finally, use of color standards that are completely de-
scribed in the CIE coordinate system, with established color tolerances
for duplicate standards.
As stated earlier in the paper, color classification of extracted honey is

done on the basis of chromaticity only; the glass color standards furnish
boundary points for the color classes on a one-dimensional chromaticity
scale.
The glass standards became the official United States Department of

Agriculture color standards for extracted honey in 1951 and were adjusted
to their present form in 1953. Complete grading sets are available com-
mercially from the Phoenix Precision Instrument Company, Philadelphia,
Pa. About 200 sets are now in use by the industry and by government
inspection agencies.

SUMMARY

Previous official color standards for extracted honey were defined in the
Department's grade standards in terms of six scale readings on the Pfund
Color Grader. In order to provide a more convenient and economical
method of official classification for color on the basis of the U.S. standards
for grades of extracted honey, six glass standards and simple color com-
parators were developed. The glasses were close chromaticity matches for
caramel-glycerin solutions in 31.5 mm thickness, and were prepared to
give the required scale readings in terms of the primary standard wedge
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of the Pfund Color Grader. The "standard" caramel-glycerin solutions
were shown to be spectrophotometricaUy similar to samples of clarified
extracted honey, and were characterized in terms of several one-dimen-
sional color scales in use in the sugar industry. Complete specifications
for the glass color standards and the caramel-glycerin solutions were
presented in the CIE coordinate system.
Color tolerances were established in NBS units of color difference, and

a simple one-wavelength method of testing glasses was developed for the
production of duplicate glasses.
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